Ne dOTO apTukyn HUTKW coctaB % Pasmepsbl
COTTON 38%
AKRYL 38%
1 J0O06 UZ Cotton polyamid 21% 41-43
Elastane 3%
wo0I10% akril 24%
2 3010 HOT RAY 1/6 wooL 25% neylon6% polyester 25
AKRIL 60% NEYLON 15% 56% Elastane 4%
3 29
wool 3% akril 51%
jorr | HOT RAY 135 WOOL 5% | neylon 6%
AKRIL 85% NEYLON 10% Polyester 34%
Elastane 6%
4 25
HOT RAY 1/35 WOOL 5% wool 4% akril 70%
5 J0o12 AKRIL 85% NEYLON 10% CI1 |neylon8% Polyester 25
40/75 KuTait , peauHka Kutain | 16% elastane 2%
Lenol 30% cotton
6 JO13 LENOL ( HEMP Linen) 24% Polyester 38%
elastane 8%
; 0 Viscose 35%,
7 OSBORN 30/1 Viscose 50% polester 62 % | 23

mN1A

Polester 50%

Elastane 3%




VAV, J

OSBORN 30/1 Viscose 50%
Polester 50%

Viscose 35%,
polester 62 % ,
Elastane 3%

23
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11

12

13

14

JO15

UZ cotton

cotton 70%
Polyamide 28%
elastane 2%

23-25

UZ cotton

cotton 70%
Polyamide 28%
elastane 2%

23-25

UZ cotton

cotton 70%
Polyamide 28%
elastane 2%

23-25

UZ cotton

cotton 70%
Polyamide 28%
elastane 2%

23-25

UZ cotton

cotton 70%
Polyamide 28%
elastane 2%

23-25

UZ cotton

cotton 70%
Polyamide 28%
elastane 2%

23-25

15

JO16

UZ cotton

cotton 70%
Polyamide 28%
elastane 2%




wool 10%
16 3017 OSBORN 3071 Cotton/wool | 5 60%, 1o 25
(85 %/15 A)) 27% elastane 3%
17 ‘ 27
HEWIOH 75/2*3 CIM 40/75
s e e |
19 * 27
20 3019 AHIOPKA mex CI140/75 wool 15 % Polyester o5
|_|MAX, 79% elastane 6%
27 % viscose 23
nylon % cotton 24%
21 J020 ICEI MPACT polyester 14%
elastane 2%
Polyester 95%
22 J021 Elastane 5% 35-38
. viscose 30%,
23 3022 OSBORN 3071 Viscose Polyester 68% o5
100% elastane 2%




24

J023

Uz cotton

Cotton 70%
Polyamide 28%
Elastane 2%

25

26

27

28

J024

uz cotton 30/1

85% cotton
12% Polyester
3% elastane

27

85% cotton
12% Polyester
3% elastane

27

85% cotton
12% Polyester
3% elastane

27

85% cotton
12% Polyester
3% elastane

27

29

J025

ICEIMPACT

viscose 40 % nylon
36 % polyester 20
% elastane 4%

38-40
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J026

HOT RAY 1/6 woOL 20%
AKRIL 55% NEYLON 15%

WASHI - black colour

wool 2%, akril
20% neylon 6%,
polyester 46%
elastane 6%, washi
10%
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Joz7

OSBORN 24/1 Cotton/linen
(80%/20%) WASHI -white colour

cotton40%
linen10% washi 22%
polester 24%
elastane 4%

27

32

J028

HOT RAY 1/6 wWOOL 25%
AKRIL 60% NEYLON 15%

wool 10% akril
24% neylon6%
polester 56%
elastane 4%

18-20
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J030

LENOL ( HEMP Linen)

linol 75% Polyeater
22% elastane 3%

25
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37
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JO31

UZ Cotton

COTTON 66%
polyester 28%
elastane 6%

42-44

UZ Cotton

COTTON 66%
polyester 28%
elastane 6%

42-44

UZ Cotton

COTTON 66%
polyester 28%
elastane 6%

42-44

UZ Cotton

COTTON 66%
polyester 28%
elastane 6%

42-44

UZ Cotton

COTTON 66%
polyester 28%
elastane 6%

42-44
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UZ Cotton

COTTON 66%
polyester 28%
elastane 6%

42-44

40

41

J034

UZ Cotton

cotton 70%
polyester 28%
elastane 2%

38-41

UZ Cotton

cotton 70%
polyester 28%
elastane 2%

38-41

42

J035

UZ Cotton

cotton 70%
polyester 28%
elastane 2%

38-41

43

J036

SILK

SILK 60%
NonnAMnI 39%
ONACTAH 1%

35-38

44

JO37

mercerized cotton

cotton 50%
polyamide 48%
eslastane 2%

41-43

45

46
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JO38

mercerized cotton

cotton 67% polyester
28% neylon 2% elastan
3%

42-44

53

32



a7

cotton 69% polyester

J039 mercerized cotton 8% elestane 3% 42-44
48
. LENOL 60% polyester
49 Jo41 LENOL ( HEMP Linen) 34% elastane 6% 35-38
LUNACEL 84%
50 J042 LUNA CELL polyamide 14% elastane 42-44
2%
microakril 10% viscose
24% cotton 34%
51 Jo43 MAGIC HEAT polyester 26% elastane 41-43
6%
polyester 30%
52 3044 MIYAMA POLESTER ( Deo viscose 50%
Clear ) Warmdart polyester2 19%
elastane 1%
polyester 30%
MIYAMA POLESTER ( Deo cotton 25% acril
>3 7045 Clear ) Warmdart 25% polester2 179 41743
elastane 3%
Viscose 54 % micro
54 J046 MAGIC HEAT acril 22 % polyester 42-44

20% elastane 4%

37

44



Viscose 54 % micro

55 Jo47 MAGIC HEAT acril 22 % polyester 18
% elastane 6%
Uz cotton Cotton 70%polyester 28

JO33

% elastane 2%

51
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